! Iln NexPrene Chemical Resistance

HARVEST Last Updated: 25 June 2003

THEEMOPLASTIC RUBBER SYSTEMS,INC
MexPrene rubber: EPDM baszed TP Chemical Resistance: Yaolume Swell ASTHW D47

Fluicl 1055A 1064A 107T5A 1080A 108TA 10400 10500

IRk Q03 Oil (FOHr= @@ 125 C) D D D C C B B
AT ¥ 1 Qi1 65Hr=E1 00 C) B B B pi A, P A
Avtomatic Transmizzion Fluid (165 hrsi@1 21 C) D D C C C B B
Hydraulic Break Fluid @@ 100 C B B LY o pLY LY pLY
Antifreeze (Ethylene glycoltwater S00S07 &1 21 C A A A PL} A L} A
Dea Water 165@&100 C i A o, A, P o piY
Wigter @@ 100 C A A o, o o A &
Zinc Chloride 10% pi A pi pi A, Pl A
Sodium Chlaride 15%(Zalt)---168hrs@23 C A A A A A, A A
Sulfuric Acid 95%--168hrs@@23 C A A i pi A, P A
Ethanal A A A iy i iy .y
Lithium Grease(166hrs @100 C) i B B B A, P A
hethanol A A A A A A A
Glyceral &, A &, &, 2, A, 2,
modium Hydroxide S0% A A A iy iy A .y
Potazzium Hydroxide S0% pL} A A iy iy iy .y
Hydrochloric acid 10%: A A, A iy A A iy
Acetic Acid A, A, A, A A A iy
hethylethylketane MEK) B B B B A, A A,
Yolume Swell Rating | % volume swell az per 8=Th D471 A=20% or belowChighly recommended), B=20-40%, C=40-60%, D=60-80%, E=80-100%

Hote: All information supplied by TRS are believed to be correct |t iz supplied upon the express condition that the customer shall
make itz own azzeszsment to determine the product zuitability for a particular uze.
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